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I. Evaluation of the antibacterial activity of dental adhesive containing biogenic silver nanoparticles

decorated nanographene oxide nanocomposites (Ag@nGO NCs) and effect on bond strength to
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dentine
ARSLAN S, Ekrikaya S., ILDIZ N., Yusufbeyoglu S., 0GSOY 1.
Odontology, vol.112, no.2, pp.341-354, 2024 (SCI-Expanded)
II. Dentin bond strength and antimicrobial activities of universal adhesives containing silver
nanoparticles synthesized with Rosa canina extract
Ekrikaya S., Yilmaz E., ARSLAN S, Karaaslan R, Ildiz N., Celik C., 0GSOY 1.
Clinical Oral Investigations, vol.27, no.11, pp.6891-6902, 2023 (SCI-Expanded)

III. The effect of propolis on the bond strength of composite resin to enamel after intracoronal
bleaching with different bleaching agents
ARSLAN S.,, BALKAYA H., DURUKAN S. M,, SiLiCi S.

Australian Endodontic Journal, vol49, no.S1, pp.366-373, 2023 (SCI-Expanded)

IV. A randomized, prospective clinical study evaluating effectiveness of a bulk-fill composite resin, a
conventional composite resin and a reinforced glass ionomer in Class II cavities: one-year results
BALKAYA H., ARSLAN S,, Pala K.

JOURNAL OF APPLIED ORAL SCIENCE, vol.27, 2019 (SCI-Expanded)

V. Effects of different resin sealing therapies on nanoleakage within artificial non-cavitated enamel
lesions
ARSLAN S, Lipski L., Dubbs K., Elmali F., Ozer F.

DENTAL MATERIALS JOURNAL, vol.37, n0.6, pp.981-987, 2018 (SCI-Expanded)

VI. Genotypes and virulence factors of Candida species isolated from oral cavities of patients with type
2 diabetes mellitus
ARSLAN S, KOG A. N,, Sekerci A. E.,, TANRIVERDI F., Sav H., Aydemir G., Diri H.

TURKISH JOURNAL OF MEDICAL SCIENCES, vol.46, no.1, pp.18-27, 2016 (SCI-Expanded)
VII. Effect of resin infiltration on enamel surface properties and Streptococcus mutans adhesion to
artificial enamel lesions
ARSLAN S., Zorba Y. 0., ATALAY M. A,, Ozcan S.,, DEMIiRBUGA S,, Pala K., PERCIN D., Ozer F.
DENTAL MATERIALS JOURNAL, vol.34, no.1, pp.25-30, 2015 (SCI-Expanded)
VIII. Effects of calcium hydroxide and propolis intracanal medicaments on bond strength of resin-based
endodontic sealer as assessed by push-out test
USTUN Y., ARSLAN S., ASLAN T.
DENTAL MATERIALS JOURNAL, vol.32, no.6, pp.913-919, 2013 (SCI-Expanded)
IX. Effect of a plant-based hemostatic agent on microleakage of self-etching adhesives
ARSLAN S, Ertas H., Zorba Y.
MEDICINA ORAL PATOLOGIA ORAL Y CIRUGIA BUCAL, vol.18, no.1, 2013 (SCI-Expanded)
X. Do blood contamination and haemostatic agents affect microtensile bond strength of dual cured
resin cement to dentin?
KILIC K., ARSLAN S., Demetoglu G. A, ZARARSIZ G., Kesim B.
JOURNAL OF APPLIED ORAL SCIENCE, vol.21, no.1, pp.85-91, 2013 (SCI-Expanded)

XI. Comparison of the effects of Er,Cr:YSGG laser and different cavity disinfection agents on
microleakage of current adhesives
ARSLAN S, YAZICI A. R, GORUCU J., PALA K., ANTONSON D. E., ANTONSON S. A, SILiCI S.

LASERS IN MEDICAL SCIENCE, vol.27, no.4, pp.805-811, 2012 (SCI-Expanded)
XII. Influence of Ankaferd Blood Stopper on shear bond strength of bonding systems
ARSLAN S, Ertas H., Zorba Y. O.
DENTAL MATERIALS JOURNAL, vol.31, no.2, pp.226-231, 2012 (SCI-Expanded)

XIII. Antimicrobial activity of poplar propolis on mutans streptococci and caries development in rats
ARSLAN S, SILICI S., PERCIN D., KOG A. N,, Er O.
TURKISH JOURNAL OF BIOLOGY, vol.36, no.1, pp.65-73, 2012 (SCI-Expanded)

XIV. In vitro antimicrobial activity of propolis, BioPure MTAD, sodium hypochlorite, and chlorhexidine on
Enterococcus faecalis and Candida albicans
ARSLAN S, Ozbilge H., Kaya E. G., Er O.



SAUDI MEDICAL JOURNAL, vol.32, no.5, pp.479-483, 2011 (SCI-Expanded)

Articles Published in Other Journals

I. The Effect of Different Adhesive Resins, Composite Resins and Thermal Cycling on the Repair Bond
Strength of Bulkfill Composite Resin
ARSLAN S., BALKAYA H,, AVCI B, Dogan A.
MEANDROS MEDICAL AND DENTAL JOURNAL, vol.23, no.1, pp.31-39, 2022 (ESCI)
II. Effect of epoxy resin based root canal sealer contamination on the bonding of composite resin to
dentin.
ER 0., Sagsen B, ERTAS H., Kahraman Y., ARSLAN S, PALA K,, DEMIRBUGA S.
ISTANBUL UNIVERSITESI Di§ HEKIiMLIiGi FAKULTESI DERGISI, vol.48, no.2, pp-23-27,2014 (Peer-Reviewed
Journal)
IIl. Dental Adezivlerin Baglanma Dayanimi Uzerine intrakoronal Agartmadan Sonra Uygulanan Kalsiyum
Hidroksitin Etkisi
ARSLAN S, DEMIiRBUGA S., ZORBA Y. 0., OLMEZ M. H.,, PARLAK H., 0ZAKAR iLDAY N., SAGSOZ 0., KARATAS 0.
Tiirkiye Klinikleri Dis Hekimligi Bilimleri Dergisi, vol.20, no.2, pp.100-106, 2014 (Peer-Reviewed Journal)
IV. Effect of Different Bonding Techniques on The Bond Strength of Two Different Fiber Posts
Pala K, Demirbuga S., Giimiis H. 0., Arslan S., Zorba O.
Journal of Restorative Dentistry, vol.2, pp.32-36, 2014 (Peer-Reviewed Journal)
V. Effect of Different bonding techniques on bond strenght of two diffrent fiber post.
PALA K, DEMIRBUGA S., GUMUS H. 0., ARSLAN S., Zorba Y. O.
JOURNAL OF RESTORATIVE DENTISTRY, vol.2, no.1, pp.32-36, 2014 (Peer-Reviewed Journal)
VI. Kompozit restorasyon uygulamalarinda estetik illiizyon teknikleri
Olmez M. H., ARSLAN S.
SAGLIK BILIMLERI DERGISI, vol.23, no.1, pp.21-26, 2014 (Peer-Reviewed Journal)
VII. Geleneksel ve Yeni Nesil Akiskan Kompozit Rezinlerin Mikromakaslama Baglanma Dayanimlarinin
Degerlendirilmesi
ARSLAN S, DEMIRBUGA S., CAYABATMAZ M., USTUN Y.
TURKIYR KLiNIKLERI DISHEKIMLIGI BILIMLERI, vol.19, no.3, pp.185-192, 2013 (Peer-Reviewed Journal)
VIII. The effect of a new-generation flowable composite resin on microleakage in Class V composite
restorations as an intermediate layer
ARSLAN S, DEMIRBUGA S., USTUN Y., DINCER A. N, Canakg1 B. C.
JOURNAL OF CONSERVATIVE DENTISTRY, vol.16, no.3, pp.189-193, 2013 (Scopus)
IX. The effect of pre-heating silorane and methacrylate-based composites on microleakage of Class V
restorations
Arslan S, Demirbuga S., Zorba Y. 0., Ucar F. i, Tuncay 0.
Europen Journal of General Dentistry, vol.1, no.3, pp.178-182, 2012 (Peer-Reviewed Journal)
X. Effects of different cavity disinfectants on shear bond strength of a silorane-based resin composite.
Arslan S, Yazici A. R, Gorucu |, Ertan A, Pala K, Ustun Y., Antonson S. A,, Antonson D. E.
The journal of contemporary dental practice, vol.12, no.4, pp.279-86, 2011 (Scopus)
XI. Siloran Esasli Bir Restoratif Sistemin Dentine Baglanma Dayanimi1 ve Marjinal Sizintis1
Ulker M., ARSLAN S., PALA K., DEMIRBUGA S., Ulker E.
TURKIYE KLINIKLERi Dii HEKIMLIGi BILIMLERI DERGISI, vol.16, pp.105-112, 2010 (Peer-Reviewed Journal)
XII. Kalsiyum hidroksitin kék-kanali icerisinde alt1 farkli tasiyici ile kullaniminin periapikal ¢evrede
meydana getirdigi pH degisiminin in vitro degerlendirilmesi
ARSLAN S, ERTAS H., ER 0., Sagsen B.
DIiCLE DiSHEKIMLIGI DERGISI, vol.11, no.2, pp.77-80, 2010 (Peer-Reviewed Journal)
XIII. Farkh ¢oziiciilerle hazirlanan propolis 6ziitlerinin mutans streptokoklar iizerine in vitro

antimikrobiyal etkisi (The in vitro effect of propolis extracts prepared with different solvents on



XIV.

XV.

XVIL

mutans streptococci.

ARSLAN S, PERCIN RENDERS D, SILICi S., KOC A. N, ER O.

ERU Saglik Bilimleri Dergisi (Journal of Health Sciences), vol.19, no.1, pp.68-73, 2010 (Peer-Reviewed Journal)
The Relationship Between Dental Fear and Sociodemographic Variables

ARSLAN S, ERTAS E. T., ULKER M.

ERCIYES MEDICAL JOURNAL, vol.33, no.4, pp.295-300, 2009 (ESCI)

Colyak hastaligi olan ¢ocuklarda dis mine defektleri

ARSLAN S, ER 0., Sagsen B., Arslan D.

TURKIYE KLINIKLERI Dii HEKIMLiGI BILIMLERI DERGISI, vol.15, no.1, pp.6-10, 2009 (Peer-Reviewed Journal)
Dis hekimligi fakiiltesi 6grencilerinde ¢iiriik prevelansi, agiz dis saghig: tutum ve davraniglari ve
dental anksiyetenin belirlenmesi

ARSLAN S,, Ulker M., Elmali F., Oztiirk A, Giinay O.

ANKARA UNIVERSITESI Di§ HEKIMLIGI FAKULTESI DERGISI, vol.35, no.2, pp.53-60, 2008 (Peer-Reviewed Journal)
Farkh adeziv sistemlerle restore edilen sinif II slot preparasyonlardaki mikrosizintisinin gelisiminde
farkl 151k cihazlarinin etkisinin degerlendirilmesi

ARSLAN S, Ulker M., ER 0., Sagsen B., ERTAS H.

HACETTEPE Di$ HEKIMLIiGI FAKULTESI DERGISI, vol.32, no.1, pp.28-48, 2008 (Peer-Reviewed Journal)

Refereed Congress / Symposium Publications in Proceedings

L

IL.

11

IV.

VL

VIL

VIIL

IX.

ADSM lerde enfeksiyon kontroliine yonelik 6neriler

ARSLAN S.

4. SAD Sempozyumu, Turkey, 6 - 09 December 2018

Bulkfil kompozitlerin farkli kompozit rezinlerle tamirinde self-cure adezivlerin etkisi

Dogan A. N,, ARSLAN S., Balkaya H., Avci B.

Restoratif Dis Hekimligi Dernegi 22. Uluslararasi Bilimsel Kongresi, Antalya, Turkey, 30 November - 02 December
2018, pp.63

Maksiller orta hat diestemanin tek seansta estetik tedavisi

Akay A. T, ARSLAN S.

22. Uluslararas Estetik Dis Hekimligi Kongresi, istanbul, Turkey, 19 - 21 October 2018, pp.169

Farkli restoratif materyaller kullanilarak yapilan restorasyonlarin 1 yillik klinik performansinin
degerlendirilmesi

Balkaya H. ARSLAN S., PALA K.

22. Uluslararas Estetik Dis Hekimligi Kongresi, istanbul, Turkey, 19 - 21 October 2018, pp.55

Universal kompozit ile anterior bolgede dogal estetik goriiniim elde etme: olgu sunumu

Yilmaz E., ARSLAN S.

22. Uluslararas Estetik Dis Hekimligi Kongresi, istanbul, Turkey, 19 - 21 October 2018, pp.122
Polidiastemalarin kompozit rezinle kapatilmasi: olgu sunumu

mehmet K., ARSLAN S.

22. Uluslararas Estetik Dis Hekimligi Kongresi, istanbul, Turkey, 19 - 21 October 2018, pp.135
Polidiastemanin direkt kompozit ile rehabilitasyonu: bir olgu sunumu

Usta 0., ARSLAN S.

22. Uluslararas Estetik Dis Hekimligi Kongresi, istanbul, Turkey, 19 - 21 October 2018, pp.155

Ag1z dis saglig1 merkezlerinde enfeksiyon kontroliine yonelik 6neriler

ARSLAN S.

Dogu Anadolu DAS Bélge Toplantisy, Turkey, 06 October 2018

Farkli bulkfill kompozit rezin materyallere Candida parapsilosis’in adezyonu

ARSLAN S, Kog A. N,, Ava B, Balkaya H., Cakir N. N.

10.Uluslararasi Sterilizasyon Dezenfeksiyon Kongresi, Antalya, Turkey, 29 November - 03 December 2017, pp.1

Anterior bélgedeki dislerin kompozit restorasyonlarla rehabilitasyonu
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XXL
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XXIV.

XXV.

Dogan A. N, ARSLAN S.

Restoratif Dis Hekimligi Dernegi 21. Uluslararasi Bilimsel Kongresi, Antalya, Turkey, 1 - 03 December 2017, pp.1
Rezin kompozitin dentin dokusuna baglanmasi iizerine etidronik asitin etkisi

ARSLAN S, KOC A. N, Aval B, Balkaya H., Cakir N. N.

Restoratif Dis Hekimligi Dernegi 21. Uluslararasi Bilimsel Kongresi, Antalya, Turkey, 29 November - 03 December
2017, pp.1

Kirik iist santral disin polietilen fiber yerlestirilerek estetik rehabilitasyonu

Pazarbasi T.,, ARSLAN S.

Restoratif Dis Hekimligi Dernegi 21. Uluslararasi Bilimsel Kongresi, Antalya, Turkey, 1 - 03 December 2017, pp.1
Ortodontik tedavi sonrasinda braketlerin denk geldigi bolgelerde goriilen yaygin ¢iiriik ve
renklenmelerin kompozit rezinle restorasyonu

Avc1 B, ARSLAN S.

Restoratif Dis Hekimligi Dernegi 21. Uluslararasi Bilimsel Kongresi, Antalya, Turkey, 1 - 03 December 2017, pp.1
Farkh bulkfill kompozit rezin materyallere Candida albicans’in adezyonu

ARSLAN S, Kog A. N,, Ava B, Balkaya H., Cakir N. N.

Restoratif Dis Hekimligi Dernegi 21. Uluslararasi Bilimsel Kongresi, Antalya, Turkey, 1 - 03 December 2017, pp.1
Rezin Kompozitin Dentin Dokusuna Baglanmasi Uzerine Etidronik Asidin Etkisi

ARSLAN S.,, BALKAYA H., CAKIR N. N.

Restoratif Dis Hekimligi Dernegi 21. Uluslarasi Bilimsel Kongresis, 1 - 03 December 2017

Dis Kron Kiriginin Tek Seansda Estetik Tedavisi

AKAY A. T, ARSLAN S.

Restoratif Dis Hekimligi Dernegi 21. Uluslarasi Bilimsel Kongresi, 1 - 03 December 2017

Dis Hekimliginde Enfeksiyon Kontroliine Yonelik Oneriler

ARSLAN S.

10. Uluslarasi Sterilizasyon Dezenfeksiyon Kongresi, 29 November - 03 December 2017

ADSM’de hasta alanlarinda temizlik ve dezenfeksiyonile ilgili temel prensipler

ARSLAN S.

10. ULUSLARASI STERILIZASYON DEZENFEKSIYON KONGRESI / AGIZ , Di§ SAGLIGI VE DAS KURSU, 28 November
2017

Yeni rehberimiz: Dis hekimliginde enfeksiyon kontroliine yonelikoneriler

ARSLAN S.

10. ULUSLARASI STERILIZASYON DEZENFEKSIYON KONGRESI / AGIZ , Di$ SAGLIGI VE DAS KURSU, 28 November
2017

ADSMlerde hasta alanlarinda dezenfeksiyon uygulamalari

ARSLAN S.

DOGU ANADOLU DAS BOLGE TOPLANTISI, Turkey, 27 October 2017

TRAVMA SONUCU OLUSAN ON Di$ KIRIKLARININ ESTETIK RESTORASYONU: 2 YILLIK KLIiNIK TAKiP
BALKAYA H.,, ARSLAN S.

21. Uluslarasi Estetik Dis Hekimligi Kongresi, 13 - 15 October 2017

Aestetic rehabilitation in the anterior region with conservative approach: case report (1-year
clinical follow-up)

Balkaya H., ARSLAN S.

20th International Congress of Esthetic Dentistry, istanbul, Turkey, 21 - 23 November 2016, pp.1

Aestetic rehabilitation with fiber application in anterior region: case report.

Cakir N. N,, ARSLAN S.

20th International Congress of Esthetic Dentistry,, istanbul, Turkey, 21 - 23 November 2016, pp.1

Icon aplication to initial proximal caries: a 1-year clinical follow-up

ARSLAN S., Olmez M. H.

FDI Annual Word Dental Kongres, Poznan, Poland, 7 - 10 September 2016, pp.1

Evaluaton of In Vitro Genotoxicity of MTA Fillapex

ARSLAN S., USTUN Y., NAZIFE T., SAGSEN B., MUGE 0., AKBAROVA Y., DUNDAR M.



XXVI.

XXVIIL

XXVIIL

XXIX.

XXX

XXXIL

XXXIIL.

XXXIV.

XXXV.

XXXVI.

XXXVIL

XXXVIIL

XXXIX.

XL.

47th MEETING OF CED-IADR, 15 - 17 October 2015

Effect of Resin Infiltration Technique on Nanoleakage within The Artificial Enamel Lesions
ARSLAN S, LINDA L., DUBBS K,, ZORBA Y. 0., DEMIRBUGA S., DEMIiRBUGA S., OZER F.

The 6thInternational Congress on Adhesive Dentistry, 30 January - 01 February 2015

Evaluation of Shear Bond Strength of universal adhesive systems applied after bleaching

ARSLAN S, DEMIiRBUGA S., ET E. N., CAYABATMAZ M.

TDB 20. Uluslaraarsi Dishekimligi Kongresi, Aydin, Tiirkiye, 29 - 31 May 2014

Dental Adezivlerin Baglanma Dayanimi Uzerine intrakoronal Agartmadan Sonra Uygulanan Kalsiyum
Hidroksitin Etkisi

ARSLAN S, DEMIRBUGA S., ZORBA Y. 0., OLMEZ M. H.,, PARLAK H., 0ZAKAR iLDAY N., SAGSOZ 0., KARATAS 0.
18. Restoratif Dis Tedavisi Ana Bilim Dallar1 Toplantisi ve Sempozyumu, Turkey, 26 - 28 October 2013

Efficacy of ICON on artificial enamel carious lesions

ARSLAN S, Zorba Y. 0., Atalay M. A,, Ozcan S, DEMIRBUGA S., PALA K., Ozer F.

5th International Congress on Adhesive Dentistry, Philadelphia, United States Of America, 13 - 14 June 2013, pp.1
In vitro evaluation of microshear bond strength of conventional and new generation flowable
composite resins

ARSLAN S, CAYABATMAZ M., DEMIiRBUGA S., USTUN Y.

18th Congress of the Balkan Stomatological Society (BaSS), Uskiip, Macedonia, 25 - 28 April 2013, pp.1

The effect of pre-heating resin composites on microleakage of Class V restorations

ARSLAN S, DEMIRBUGA S., Zorba Y. 0., UGAR F. I, TUNCAY 0.

inénii Universitesi Uluslararasi Dis Hekimligi Kongresi, Malatya, Turkey, 26 - 28 April 2012, pp.1

Effect of a plant-based hemostatic agent on microleakage of self-etching adhesives

ARSLAN S., ERTAS H.,, ZORBAY. O.

inénii Universitesi Uluslararasi Dis Hekimligi Kongresi, 26 - 28 April 2012

Potential uses of propolis in dentistry.

ARSLAN S.

1th Turkish Congress, Expo and Workshops on Honey and Honeybee Products with International Participation,
Kayseri, Turkey, 22 - 26 February 2012, pp.1

Effect of different bonding techniques on the bond strength of two different fiber posts

PALA K, DEMIRBUGA S., GUMUS H. 0., ARSLAN S,, Zorba Y. O.

. 5th ConsEuro Meeting, istanbul, Turkey, 13 September - 15 October 2011, pp.1

Influence of Ankaferd Blood Stopper on shear bond strength of bonding systems

ARSLAN S., ERTAS H.,, ZORBAYY. O.

5th ConsEuro Meeting, 13 - 15 October 2011

In vitro antimicrobial activity of propolis, Biopure MTAD, sodium hypochlorite and chlorhexidine on
Enterecoccus faecalis

ARSLAN S., OZBILGE H., KAYAE, ER 0.

10th International Congress of The Turkish Endodontic Society, Istanbul, Turkey, 23 - 25 September 2010, pp.1
Effect of Turkish propolis on Caries development

SILICI S., ARSLAN S., KOG A. N., PERCIN RENDERS D.

.IADR (International association Dental Research), Barcelona, Spain, 14 - 17 July 2010, pp.14

Effect of an epoxy resin based root canal sealer contamination on the bonding of composite resin to
dentin

ER O, SAGSEN B., ERTAS H., KAHRAMAN Y., ARSLAN S, PALA K., DEMIRBUGA S.

14th Biennial Congress of the European Society of Endodontology, 24 - 26 September 2009

Kalsiyum hidroksitin kék-kanali icerisinde alt1 farkl soliisyon ile kullaniminin periapikal ¢evrede
meydana getirdigi pH degisiminin in vitro degerlendirmesi.

ER 0., ARSLAN S., ERTAS H., SAGSEN B.

Tiirk Endodonti Dernegi 3. Bilimsel Endodonti Sempozyumu, Turkey, 23 - 27 October 2008

Siloran esasl bir dental adezivin dentine baglanma dayanimi ve marjinal sizintisi.

Ulker M., ARSLAN S., PALA K., DEMIRBUGA S., ULKER E.



Ege Bolgesi Dishekimleri Odalari 9. Uluslararasi Bilimsel Kongre ve Sergisi, izmir, Turkey, 16 - 18 May 2008, pp.1
XLI. Farkh 151k kaynaklariyla polimerize edilen adeziv sistemlerin sinif II slot restorasyonlardaki
mikrosizintisinin degerlendirilmesi
ARSLAN S, Ulker M., ER 0., Sagsen B., ERTAS H.
Restoratif Dis Hekimligi Dernegi V. Bilimsel Kongresi ve XII. Dis Hastaliklar1 ve Tedavisi Ana Bilim Dallar1
Toplantisy, Karabiik, Turkey, 26 October - 29 September 2007, pp.1
XLII. Coélyak hastalig: olan ¢ocuklarda dis minesi lezyonlar: ve agiz hijyeni
ARSLAN S, ER 0., Sagsen B., Arslan D.
43. Tiirk Pediatri Kongresi, Mugla, Turkey, 16 - 20 May 2007, pp.1

Supported Projects

ARSLAN S,, PAZARBASI T., Project Supported by Higher Education Institutions, Pulpa odasi detinine baglanma: Qmix ve
etidronik asidin etkisinin incelenmesi, 2018 - 2019

ARSLAN S., DOGAN A. N, Project Supported by Higher Education Institutions, Carbodiimide'in universal adeziv
sistemlerin dentin baglanma dayanimi iizerine etkisinin mikrogerilim test yontemiyle incelenmesi, 2018 - 2019
ARSLAN S, AVCI B,, Project Supported by Higher Education Institutions, Porselen hibrit kompozit bloklar kullanilarak
yapilan smif II indirekt restorasyonlarin 1 yillik klinik performansmin degerlendirilmesi, 2017 - 2019

ARSLAN S, CAKIR N. N,, BALKAYA H,, Project Supported by Higher Education Institutions, Rezin kompozitin dentin
dokusuna baglanmasi iizerine etidronik asitin etkisinin incelenmesi, 2018 - 2018

ARSLAN S,, BALKAYA H,, Project Supported by Higher Education Institutions, Farkli Restoratif Materyaller Kullanilarak
Yapilan Restorasyonlarin 1 yillik Klinik Performansinin Degerlendirilmesi, 2017 - 2018

SAGSEN B., USTUN Y., Tasgioglu N, DUNDAR M., ARSLAN S., Project Supported by Higher Education Institutions, MTA
Fillapex'in In Vitro Genotoksisitesinin Degerlendirilmesi, 2012 - 2017

ARSLAN S., OLMEZ M. H,, Project Supported by Higher Education Institutions, Baslangi¢ Seviyesindeki Arayiiz
Ciirtiklerine ICON uygulamasinin degerlendirilmesi Rastgele Kontrollii Prospektif Klinik Calisma, 2015 - 2016

ARSLAN S, PALA K., DEMIRBUGA S., PERGIN D., ZORBA Y. 0., Project Supported by Higher Education Institutions, Beyaz

nokta lezyonlarina uygulanan ICON'un yiizey 6zelliklerinin ve antibakteriyel etkinliginin degerlendirilmesi, 2011 - 2014

Scientific Refereeing

Stamp technique for posterior composite restorations-A case report, Other Indexed Journal, June 2018

Effect Of Modified Naocl Irrigation Solution On Bond Strength Of Bioceramic Based Root Canal Sealer To Dentin , SCI
Journal, June 2018

Evaluation of the Effect of Different Curing Units and Exposure Times On Pulp Chamber Temperature Using Simulated
Pulpal Microcirculation , SCI Journal, June 2018

Project Supported by Higher Education Institutions, June 2018

Evaluation of Coronal Bacterial Leakage in Roots Filled With Two Different Techniques Using New and Conventional
Sealers, SCI Journal, May 2018

Analysis of Temperature Rise in the Pulp Chamber during the Debonding Process via Thermocouple and Thermal
Camera Techniques, SCI Journal, March 2018

Project Supported by Higher Education Institutions, March 2017

Effect of stainingbleaching on a nanohybrid compsite withwithout surface sealent, Other Indexed Journal, July 2016
The role of negativepositive memories in fear of dental treatment, SCI Journal, July 2016

Apikal transportation during removal of root canal filling with different retreatment systems, SCI Journal, June 2016
Comparison of EndoVac systemconventional needle irrigation on removal of the smear layer in primary mlar root
canals, SCI Journal, May 2016

3D micro-CT analysis of voidgap formation in curved root canals instrumentedfilled with different techniques, SCI
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